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Frequency of operations at AWE
£
Activity Material Amount Amount Operations i1/10%"
/Year / /Operation /Year Op/Yr
A90 Bay 1
Machining Pu Ethanol 80 It ~ 800-mt= [ ( (s | <106 SO w 5
Density Test Perchloroethylene NA NA 12 1.2
A90 Bay 2
Machining Be Ethanol 501t / 500 ml < 100 10
MIG brazing Aluminium Silicon braze 4.25 kg 85g¢ < 50 5
Manual cleaning Trichloroethene < 100 It 20 - 50 ml < 2000 200
A90 Bay 3
Density Test Perchloroethylene NA NA 12 1.2
Minor Machining Ethanol 51t 100 ml < 50 5
A5
Vacuum Furnace (VF) brazing Titanium Hydride 500 g lg 500 10
VF & other brazing Braze 1.5 kg 5¢g 300 30
MIG brazing Aluminium Silicon braze 4.5 kb 85¢g 53 5
Manual cleaning Ethanol, Acetone + 42 1t <10 ml 420 42
Chemical cleaning (Etching) Acids 18 It < 5ml 360 36
Penetration Crack Detection Petroleum based dye 51t <150 ml 33 3
Push and Glue Epoxy + 2 kg <50g 40 4
Grinding of samples <100 <10
? Aluminium Oxide <50 5
A45
Vacuum Furnace (VF) brazing Titanium Hydride 100 g <lg 100 10 °
VF brazing Copper silver braze 250 g <5g 50 5
Alpha Barrier Coating (Be) Coating metal 6 kg / 7 kg 70 g 80/ 100 8/10
Manual cleaning Ethanol, Acetone, Tricho.. 51t <10 ml 500 50
Leak Test Helium <50 5




